LASTRE DI GRES PORCELLANATO - MULTISTRATO MULTILAYER PORCELAIN - MJINTbl U3 MHOMOCJTOMHOI O KEPAMOIPAHWUTA SLABS 1SO 13006 - G - Bla UGL (E < 0,5%) UNI EN 14411 - G -
VALORI PRESCRITTI DALLE NORME

CARATTERISTICHE TECNICHE

VALORE MEDIO DSG-GIGACER

COEFFICIENTE D'ATTRITO
COEFFICIENT OF FRICTION
KO3OOULNEHT TPEHNA

—Z24 TECHNICAL SPECIFICATIONS ANDARD INTERNATIONAL STANDARDS AVERAGE DSG-GIGACER value
TEXHUYECKWNE XAPAKTEPUCTUKW HOPMATWBHBIE 3HAYEHINSA CPEOHEE 3HAYEHWE DSG-GIGACER
CARATTERISTICHE DIMENSIONALI
DIMENSIONAL CHARACTERISTICS S$> 410
PASMEPHbIE XAPAKTEPUCTIIKM
LATI
SIDES +0,6% +0,2%
CTOPOHbI
SPESSORE
+ THICKNESS +5% +39
TONLUMHA
. S0 10545-2
RETTILINEITA DEGLI SPIGOLI
-+ STRAIGHTNESS OF EDGES +0,5% £0,2%
MPAMOIMHENHOCTb KPOMOK
ORTOGONALITA
-1+ RECTANGULARITY +0,6% +0,2%
OPTOTOHA/BHOCTb
PLANARITA
SURFACE FLATNESS +0,5% £0,2%
MNOCKOCTHOCT
L )
e ASSORBIMENTO D'ACQUA
WATER ABSORPTION IS0 10545-3 <0,5% <0,1%
MOrNOLEHME BOAI
MODULO DI ROTTURA
MODULUS OF RUPTURE SO 10545-4 Sp. = 7,5mm min. 1300 18,14 kN (=18.140 kgF)
MOZYJ1b PA3PYLUEHIS
RESISTENZA ALL’ABRASIONE PROFONDA
RESISTANCE TO DEEP ABRASION SO 10545-6 < 175mm? = 145mm?
CTOMKOCTb K TIYBOKOMY UCTAPAHIIO
— COEFFICIENTE DI DILATAZIONE TERMICA LINEARE
) COEFFICIENT OF LINEAR THERMAL EXPANSION , .
< KOIGOULMEHT JIMHEAHOTO TEMNOBOIO 150 10545-8 =9X106%1 =7X106%1
= PACLUMPEHIS
] RESISTENZA AGLI SBALZI TERMICI METODO DISPONIBILE RESISTE
RESISTANCE TO THERMAL SHOCKS 150 10545-9 AVAILABLE METHOD RESISTANT
CTOMKOCTb K TEMJIOBLIM NEPEMALAM [OCTYNHEIN METOZ CTOMKAS
RESISTENZA AL GELO METODO DISPONIBILE RESISTE
FROST RESISTANCE IS0 10545-12 AVAILABLE METHOD RESISTANT
MOPO30CTOMKOCTb [OCTYNHbIN METOZ CTOMKAS
RESISTENZA ALL’ATTACCO CHIMICO CONFORME
_ RESISTANCE TO CHEMICAL ATTACKS IS0 10545-13 min. UB COMPLIANT
CTOMKOCTb K XMMUYECKOMY BO3LEACTBUIO COOTBETCTBYET
NON DEVONO PRESENTARE
RESISTENZA DEI COLORI ALLA LUCE A o D S ovORE CONFORME
COLOUR RESISTANCE TO LIGHT DIN 51094 T o o COMPLIANT
CBETOCTOMKOCTb LIBETOB HE ORI OBHAPYHUBATS COOTBETCTBYET
OLLYTVIMbIX U3MEHEHIAI UBETA
RESISTENZA ALLE MACCHIE METODO DISPONIBILE CONFORME
STAIN RESISTANCE IS0 10545-14 AVAILABLE METHOD COMPLIANT
CTOMKOCTb K OBPA30BAHM [OCTYNHbIN METOZ COOTBETCTBYET

DIN51130  DIN BCR BRITISH PENDULUM
TRAVERTINO MAT
LIMESTONE MAT RO > 0,40 -
BASALTINA MAT
CONCRETE
KREA
MADE 2.0 MAT R10 > 040 .
BERCY & LUSERNA MAT
MADE 2.0 BOCCIARDATO
BASALTINA BOCCIARDATO R11 A+B+C >040
BERCY & LUSERNA BOCCIARDATO R12 A+B+C > 0,40 -

Trattandosi di un prodotto tecnico a tutto impasto alcune impurita e puntinature visibili nei colori chiari sono da considerarsi una caratteristica tecnica del prodotto.
We produce technical unglazed porcelain stoneware slabs, and some light impurities and dots must be considered as a standard feature of the product.
I'Iocxoany pe4yb naetT o TEXHNYECKOM npoaykumn n3 OJ]HODO/J.HOﬁ no Bcew TOJILLMHE CMEeCK, Halnine HEKOTOPbIX npmmeceﬁ W TOYEK Ha CBETJIbIX LBETAX AOJKHO CHUTATHLCA xapam‘epmcmxoﬁ n3pgenus.

Per ulteriori informazioni visita il nostro sito: www.dsgceramiche.it
For further information visit: www.dsgceramiche.it
s nony4yeHns [ONoNHUTENLHON MHGOpPMaLMmn noceTuTe: www.dsgceramiche.it
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